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(57) ABSTRACT

An electrode is provided, which includes a sulfur- and
carbon-containing layer having a carbon material, a sulfur
material, and a binder. A sulfur content at a core part of the
sulfur- and carbon-containing layer is gradually reduced to
a sulfur content at two side surfaces of the sulfur- and
carbon-containing layer. The electrode may serve as a posi-
tive electrode of a battery. The battery also includes a
negative electrode, and an electrolyte liquid between the
positive electrode and the negative electrode.




